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Joining Methods in Aeronautical Applications
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Laminate materials are used in aircraft constraction.

Sketch and label the macrostructure of an aircraft laminate material.
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Describe TWO properties of laminate materials that are enhanced 2
through the laminating process.
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Polymer adhesives are widely vsed in structural applications in modemn aircraft 3
in place of metal rivets.

Describe the advantages and disadvantages of the use of polymer adhesives in
aircraft,
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