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The drawing shows pars of a bicycle brake caliper. The brake block is 2
composed of vulcanised rubber, glass fibre end carbon black.

Explain the process of vulcanisation and how this enhances the mechanical
‘properties of the brake block.
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() Explain why a 10 mm maltstand cable i used raer than a 10
sngle srand wire.
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